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Particle Size vs Phase Summary Stats

As203 AsSbO PbAsQO Phosphat Mn-Oxide Fe Oxide

Average 9.3 7.6 25 7.0 17.3 17.4
Mean 59 5.7 18 34 9.5 9.6
Maximum 410.0 63.0 12.0 100.0 125.0 200.0
Median 6.0 6.0 1.0 3.0 10.0 10.0
Minimum 1.0 1.0 1.0 1.0 1.0 1.0

Std. Dev. 19.3 7.7 2.3 12.7 223 24.2
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